
 
Table E-1: Types of anchors used (64 shoulders*) 

Types of Anchors No. (%) of Shoulders 

Absorbable (Panalok RC)  56 (87) 

Nonabsorbable (Superanchor)  5 (8) 

Mixed  3 (5) 

*One patient who had an isolated side-to-side repair 
 is not included. 



 
Table E-2: Types of sutures used (65 shoulders) 

Types of Sutures* No. (%)  
of Shoulders 

Absorbable  

   #1 PDS  51 (78) 

   #2 Panacryl  2 (3) 

   Total 53 (82) 

Nonabsorbable   

   #3 Ethibond  1 (2) 

   #2 Fiberwire 1 (2) 

   #1 Flexidene 1 (2) 

   #2 Mersuture 5 (8) 

   Total 8 (12) 

Mixed : PDS + Ethibond 4 (6) 
 *PDS = polydioxanone.  

 


