
 

 
TABLE E-1 Testing information indicating the bone mineral density (BMD), age of the  
specimen, and location of the repairs 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Position column: A = anterior, P = posterior. Stitch column: S = two-simple, A = arthroscopic  
Mason-Allen, M = massive cuff, D = double-row fixation  

Specimen Age (yrs) BMD (g/cm2) Side Position Stitch 
Right A S 0.61 

 P A 
Left A D 

1 57 

0.65 
 P M 

Right A A 0.45 
 P S 

Left A D 

2 25 

0.41 
 P M 

Right A S 0.50 
 P M 

Left A A 

3 34 

0.52 
 P D 

Right A M 0.47 
 P D 

Left A S 

4 62 

0.44 
 P A 

Right A D 0.49 
 P S 

Left A M 

5 53 

0.48 
 P A 

Right A A 0.79 
 P D 

Left A M 

6 18 

0.71 
 P S 

Right A S 0.61 
 P D 

Left A A 

7 53 

0.58 
 P M 

Right A D 0.73 
 P M 

Left A A 

8 38 

0.73 
 P S 

Right A D 0.49 
 P A 

Left A M 

9 43 

0.56 
 P S 

Right A S 0.35 
 P D 

Left A M 

10 48 

0.34 
 P A 


