
Table S1. Dynamic Light Scattering and zeta potential result of different lipopolyplex. 

 

 Diameter (nm) PDI Zeta Potential (mV) 

Group II 223.44 0.463 +64.2 

Group III-DSPC 288.14 0.235 +58.6 

Group III-DOPE 145.11 0.245 +54.3 

Group IV-DSPC 222.43 0.220 +30.6 

Group IV-DOPE 124.51 0.244 +32.5 

 

 

DSPC: 1,2-distearoyl-sn-glycero-3-phosphocholine; DOPE: 1,2-dioleoyl-sn-glycero-3-phosphoethanolamine; PDI: 

polymer dispersity index. 


