
Standard Fiber  Fiber in Talc Product  Fiber in the Patient’s Tissue 

 
Tremolite ‐ National Institute of 
Standards and Technology (NIST)  

 
Tremolite in Johnson’s Baby Powder – 
(MAS Analysis of JBP & Valiant STS, 
M65329‐043‐005) 

  
Tremolite  in Case 5 tissue (MAS Report – 
Tissue Sample Set, M68129‐024‐001) 
 

 
Tremolite ‐ National Institute of 
Standards and Technology (NIST) 

 
Tremolite  in Johnson’s Baby Powder 
(MAS Below The Waist Report –
Johnson’s Baby Powder Sample Set, 
M65205‐001‐080) 

  
Tremolite  in Case 4 tissue (MAS Report – 
Tissue Sample Set, M67797‐031‐001) 

 
Tremolite ‐ National Institute of 
Standards and Technology (NIST) 

 
Tremolite  in Johnson’s Baby Powder 
(MAS Below The Waist Report –
Johnson’s Baby Powder Sample Set, 
M67341‐005‐005) 

 
Tremolite  in Case 2 tissue (MAS Report – 
Tissue Sample Set, M67868‐020‐008) 



Standard Fiber  Fiber in Talc Product  Fiber in the Patient’s Tissue 

 
Anthophyllite ‐ National Institute of 
Standards and Technology (NIST) 

 
Anthophyllite in Johnson’s Baby 
Powder – (MAS Analysis of JBP & 
Valiant STS, M66514‐001‐008) 

 
Ferro‐Anthophyllite  in Case 1 tissue (MAS 
Report – Tissue Sample Set, M67743‐047) 

 
Winchite/Richterite (USGS Images of 
Fibrous and Asbestiform Minerals, 
“Fibrous to asbestiform 
winchite/richterite collected near 
Libby, Montana”) 

 
Richterite in Johnson’s Baby Powder 
(Longo Report – Analysis Report 
Johnson’s Baby Powder Sample Set, 
M65228‐001‐003) 

 
Richterite  in Case 3 tissue (MAS Report – 
Sample Set, M66659‐065‐003) 

 
Fibrous Talc Particle (1985 US Bureau 
of Mines Investigation: The Phase 
Relationship of Talc and Amphiboles in 
a Fibrous Talc Sample, Robert Virta)  

 
Fibrous Talc in Johnson’s Baby Powder 
(MAS Below The Waist Report –
Johnson’s Baby Powder Sample Set, 
M65205‐001) 

 
Fibrous Talc  in Case 8 tissue (MAS Report 
– Sample Set, M68061‐030) 



Standard Fiber  Fiber in Talc Product  Fiber in the Patient’s Tissue 

 
Anthophyllite ‐ National Institute of 
Standards and Technology (NIST)  

 
Anthophyllite in Johnson’s Baby 
Powder – (MAS Analysis of JBP & 
Valiant STS, M66514‐001‐009) 

  
Ferro‐Anthophyllite  in Case 1 tissue (MAS 
Report – Tissue Sample Set, M67743‐047‐
007) 

 
Anthophyllite ‐ National Institute of 
Standards and Technology (NIST) 

 
Anthophyllite in Johnson’s Baby 
Powder – (MAS Analysis of JBP & 
Valiant STS, M66514‐001‐011) 

 
Anthophyllite  in Case 6 tissue (MAS 
Report – Tissue Sample Set, M68206‐026‐
001) 

 
Anthophyllite ‐ National Institute of 
Standards and Technology (NIST)  

 
Ferro‐Anthophyllite in Johnson’s Baby 
Powder – (MAS Analysis of 1978 TEM 
Historical Sample, M68233‐002‐001) 

 
Ferro‐Anthophyllite  in Case 1 tissue (MAS 
Report – Tissue Sample Set, M67743‐047‐
006) 



Standard Fiber  Fiber in Talc Product  Fiber in the Patient’s Tissue 

 
Anthophyllite ‐ National Institute of 
Standards and Technology (NIST) 

 
Anthophyllite in Johnson’s Baby 
Powder – (MAS Analysis of JBP & 
Valiant STS, M66514‐001‐005) 

 
Ferro‐Anthophyllite  in Case 1 tissue (MAS 
Report – Tissue Sample Set, M67743‐047‐
005) 

   
Fibrous Talc Particle (1985 US 
Bureau of Mines Investigation: The 
Phase Relationship of Talc and 
Amphiboles in a Fibrous Talc 
Sample, Robert Virta) 

 
Talc Bundle in Johnson’s Baby 
Powder (MAS Project 14‐ 1852) ‐ 
Below the Waist Application  

 

 
Fibrous Talc  in Case 3 tissue (MAS Report 
– Sample Set, M66659‐062) 

 
Fibrous Talc Particle (1985 US Bureau 
of Mines Investigation: The Phase 
Relationship of Talc and Amphiboles in 
a Fibrous Talc Sample, Robert Virta) 

 
Fibrous Talc in Johnson’s Baby Powder 
– (MAS Analysis of JBP & Valiant STS, 
M65329‐043) 

 
Fibrous Talc  in Case 4 tissue (MAS Report 
– Sample Set, M67797‐032‐001) 



Standard Fiber  Fiber in Talc Product  Fiber in the Patient’s Tissue 

 
Fibrous Talc Particle (1985 US Bureau 
of Mines Investigation: The Phase 
Relationship of Talc and Amphiboles in 
a Fibrous Talc Sample, Robert Virta) 

 
Fibrous Talc in Johnson’s Baby Powder 
– (MAS Analysis of JBP & Valiant STS, 
M66405‐002) 

 
Fibrous Talc  in Case 5 tissue (MAS Report 
– Sample Set, M68129‐024) 

 
Fibrous Talc Particle (1985 US 
Bureau of Mines Investigation: The 
Phase Relationship of Talc and 
Amphiboles in a Fibrous Talc 
Sample, Robert Virta) 

 
Talc Fiber (M69042‐003 #310069) – 
MAS Report “Analysis of Historical 
Johnson’s Baby Powder”, 10/2018 

 
Fibrous Talc  in Case 3 tissue (MAS Report 
– Sample Set, M66659‐062) 

 
Anthophyllite ‐ National Institute of 
Standards and Technology (NIST) 

Anthophyllite in Johnson’s Baby 
Powder (M69042‐010‐002) – MAS 
Report “Analysis of Historical Johnson’s 
Baby Powder”, 10/2018 

  
Ferro‐Anthophyllite  in Case 1 tissue (MAS 
Report – Tissue Sample Set, M67743‐047‐
011) 



Standard Fiber  Fiber in Talc Product  Fiber in the Patient’s Tissue 

 
Anthophyllite ‐ National Institute of 
Standards and Technology (NIST) 

 
Talc/Anthophyllite in Johnson’s Baby 
Powder (M69042‐002‐Talc #1) – MAS 
Report “Analysis of Historical Johnson’s 
Baby Powder”, 10/2018 

 

  
Anthophyllite  in Case 8 tissue (MAS 
Report – Tissue Sample Set, M68061‐030‐
001) 

 


