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Appendix Table A1. Post hoc analysis for all lens materials pre-soaked in blister solution. 
 

Blister solution nelfilcon 
A 

senofilcon 
A 

stenfilcon 
A 

narafilcon 
A 

somofilcon 
A 

delefilcon 
A 

nelfilcon A  
0.000 
0.001 
0.003 

0.000 
0.000 
0.003 

0.000 
0.459 
0.646 

0.000 
0.000 
0.000 

0.268 
1.000 
1.000 

senofilcon A   
1.000 
1.000 
1.000 

0.123 
0.553 
0.306 

1.000 
0.394 
0.670 

0.000 
0.053 
0.000 

stenfilcon A    
0.374 
0.062 
0.274 

0.662 
1.000 
0.737 

0.001 
0.003 
0.000 

narafilcon A      
0.000 
0.000 
0.000 

0.932 
1.000 
0.860 

somofilcon A      
0.000 
0.000 
0.000 

delefilcon A       

AUC = area under curve (values in red) 
NIK-DUT_S25% = time to reach 25 % de-wetted surface (values in black) 
NIK-DUT_S50% = time to reach 50 % de-wetted surface (values in blue) 
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Appendix Table A2. Post hoc analysis for all lens materials pre-soaked in saline solution. 
 

Saline solution nelfilcon 
A 

senofilcon 
A 

stenfilcon 
A 

narafilcon 
A 

somofilcon 
A 

delefilcon 
A 

nelfilcon A   
0.003 
0.572 
0.572 

0.106 
1.000 
1.000 

0.004 
1.000 
1.000 

1.000 
1.000 
0.409 

0.000 
0.001 
0.001 

senofilcon A   
1.000 
1.000 
1.000 

1.000 
1.000 
1.000 

0.007 
0.003 
0.000 

0.337 
0.615 
0.638 

stenfilcon A    
1.000 
1.000 
1.000 

0.204 
0.048 
0.165 

0.013 
0.069 
0.002 

narafilcon A      
0.010 
0.015 
0.003 

0.241 
0.186 
0.155 

somofilcon A      
0.000 
0.000 
0.000 

delefilcon A       

AUC = area under curve (values in red) 
NIK-DUT_S25% = time to reach 25 % de-wetted surface (values in black) 
NIK-DUT_S50% = time to reach 50 % de-wetted surface (values in blue) 
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Appendix Table A3. Post hoc analysis for all lens materials pre-soaked in artificial tear solution. 
 

Artificial Tear 
Solution 

nelfilcon 
A 

senofilcon 
A 

stenfilcon 
A 

narafilcon 
A 

somofilcon 
A 

delefilcon 
A 

nelfilcon A   
1.000 
1.000 
1.000 

1.000 
1.000 
1.000 

1.000 
1.000 
1.000 

1.000 
1.000 
1.000 

0.000 
0.002 
0.000 

senofilcon A   
1.000 
1.000 
1.000 

1.000 
1.000 
1.000 

1.000 
1.000 
1.000 

0.016 
0.102 
0.003 

stenfilcon A    
1.000 
1.000 
1.000 

1.000 
1.000 
1.000 

0.000 
0.008 
0.000 

narafilcon A      
1.000 
1.000 
1.000 

0.009 
0.002 
0.000 

somofilcon A      
0.021 
0.182 
0.002 

delefilcon A       

AUC = area under curve (values in red) 
NIK-DUT_S25% = time to reach 25 % de-wetted surface (values in black) 
NIK-DUT_S50% = time to reach 50 % de-wetted surface (values in blue) 


